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1. Tdn m6u :

Name of sample

^ ^^r xl. Jo lucr-ng mau :

Quantity

3. MO td m6u
Sample description

4. Ngdy nhfn m5u
Date of receiving

5. Ngdy thu nghiQm
Date of testing

x
o. Nol gul mau :

Customer

uAy AN ToAN - TOAN THAN Il.nOC
NHAN HrEU nda niNH - Lo4.I TT - 02

01

Xem hinh trang02/02
See figure on page

2711212019

0610v2020

coNc rY TNHH PHI'oNG NGgc
LO g,Dudng D5, Cgm CN An Xr{, xfl LQc An, TP. Nam Dinh, Nam Dinh

Phuong ph6p thtr: Tham kh6o ASTM E 575-05
Test method Refer

8. f6t qui tht nghiQm : Xem 1r:ang02102

Test results See page

P.TRTIdNG PTN CO KHi
DEPUTY HEAD OF MECHANICAL TESTING L./IB.

TL.GIAM DOC / PP. DIRECTOR
PHONG THIJ

L C6c k6t que thir nghiQm ghi trong phii5u ndy chi c6 gi6 ti d6i v6i m6u do kh6ch hdng girid6n. I Test results are validfor the namely submitted sample(s) only.

2. Kh6ng dugc trich sao m6t phAn phi€u ket qud thu nghiem ndy n€u kh6ng c6 sy dong j'bing vdn bin cira Trung tam Ki thuat 3.

This Test Report shall not be reproduced, except in full, without the witten permission by Quatesl 3.

3. N/A: kh0ng 6p dvng. I Not qpplicqble.

4. Ten miu, t€n k1r6ch hdng dugc ghi theo ydu cdu cua noi gui miu. I Name oJ'sample(s) and ustomtr-arewitten as customer's request.

5. DQ kh6ng tl6m biio do md rQng udc lugng tluoc tinh v6i k = 2, muc tin ciy 95 %. Kh6ch hnng c6 the liCn hC theo dia chi dudi d6 bi6t thCm th6ng tin.



KT3-044288CK912 PHrEu rEr ouA rn0 NGffi
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g. f6tquithrlnghig-
Test resuhs

T€n chi ti€u
Specification

r6t qui tht nghiQm

Test result

THU TAI I TEST LOAD
8.1. Tii treng thrl kN (kgfl

Test load
g.z. r6t quntht

Test resuh

17,7 (1800)

Kh0ng hdng

Undamaged
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